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3200 FACILITY 3200 FACILITY
MARCH 4, 1994 MARCH 23, 1994
M33409 COMPOSITE M33723 COMPOSITE
1 VISUAL REPRESENTATION OF LAB RESULTS ]
I
CHROME COPPER NICKEL  ZINC CHROME COPPER NICKEL  ZINC
RESULTS  0.85 12 0.71 0.31 RESULTS 091 1.00 079 0.08
LIMITS 277 3.00 398 261 LIMITS 277 3.00 3.98 2.61
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